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TEPMOJUHAMIYHI ®YHKIII TPUBUMIPHOI
I3IHI'ONOIBHOI MOJIEJII B 30BHIIIIHbOMY HOJII

Posrnsimaerbes cuctema 131HTIBCBKHMX CITIHIB Ha MPOCTIM KyOl4HIM IpaTii mpu
HAssBHOCTI 3O0BHIIIHBOTO MOJsA. J[OCHIIKY€EThCS TIOBEIIHKA CHUCTEMHU TOOJIHU3Y
KPUTUYHOI TOYKH 3a JOMOMOTOI0 BUKIIOYHO AHAJIITUYHUX PO3paxyHKiB. B sikocti
MaTeMaTUYHOr0 amapaTty JUisi OOYMCIEHHS TEPMOJMHAMIKM MOJE]l BUKOPUCTAHO
METOJI KOJEKTUBHUX 3MIHHUX [1]. OcHOBHA yBara NpUIISETHCS MUTAHHIO BIUIUBY
30BHIIIHBOIO MarHiTHOTO MOJII Ha KPUTUYHY MOBEAIHKY. PO3paxyHOK CTaTUCTUYHOI
CyMH 3JIMCHIOETBCS 3 BUKOPUCTAaHHSM HErayCOBUX pO3MOAUIIB (QIIyKTyalii
napameTpa mnopsanky. Ha oOCHOBI oTpumaHOro BHpa3y JUisl CTaTUCTUYHOI CYMHU
PO3paxoBYIOThCS 1HIN (DI3UYHI XapaKTEPUCTUKU CUCTEMH, TakKi SIK: BUIbHA €HEPTis
['i00ca 1 BuIbHA eHepris [enabmroibua, mapamerp HOPSAKY [2], CHPUHHSATIMBICTD
Tomo. Bci BenuuMHa BHpa)kaloThCsl B SBHOMY BHUIVISAI K (YHKUII MpUBEIEHOT
TeMIlepaTypH, 30BHILIHBOTO MOJIA 1 MIKPOCKOIIYHUX TapaMeTPiB raMuIbTOHIAHY.

Oco0OnuBicTIO Teopli € OTpUMaHHs Tak 3BaHO1 metii Ban nep Baanbca B
HEKJIacU4HIN (GopMi, MO0 POOUTH MOXKJIMBUM OIlIHKY oOjacTeid cTabUIBLHOCTI,
METacTaOUIbHOCTI 1 HECTaOUIBbHOCTI JJis PO3MVISAYBAaHOI MOJENl Ha IUJIOLIUHI
«ImapaMeTp MOPSAKY — TeMIepaTypay. 3po0aeHO MOPIBHIHHS 3 pe3yJibTaTaMu THIITUX
Teopil, 30Kkpema 3 pe3yibTaTaMu po0oTH [3] ais HekiacuuHoi popmu nietii Ban nep
Baanbca B cucreMax 3 OJHOKOMIIOHEHTHUM MapaMeTpOM MOPSIKY.
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