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bemonysanns npu necamusnux memnepamypax nog'’sazane 3 pusukamu po3smopo*Cy8anHsl
oemony. Ilpu memnepamypi + 5 ° C i Hudicue, 60102a, Wo 3HAXOOUMbCA 8 PO3UUHI,
KpUCmanizyemucs i NPUNUHAEMbCA npoyec 2iopamayii yemenmy.

Kpim moco, 600a npu kpucmanizayii (3amepsanus) 36inbutyecmocs 6 00'emi, i npu
PO3WUPEHHI  pO3PUBAE  ICHYIOUI CMPYKMYPHI  38'a3Ku, AKi Npu  GI0MABAHHI  6dce He
8IOHOBIOIOMbCAL.

Mooughixosanuii po3uun npueUOULY€ 3aKIHUEHHSA MePMIHI8 OYOi8eNbHUX POOIM 3a PAXYHOK

NOKpaweH s meKy4ocmi ma niacmuyHoCcmi, wo 0a€ OLIbUuLy 3pYUHICMb YKIAOAHHS OeMmOH)Y.

Concreting at negative temperatures is associated with risks of thawaing
concrete. At at temperature of +5 ° C and below, the moisture in the solution crystallizes and
stops the hydration of cement.
In addition, water during crystallization (freezing) increases in volume, and during
expansion breaks the existing structural bonds, which when thawed are no longer restored.
The modified mortar accelerates the completion of construction works by improving the

fluidity and plasticity, which gives greater convenience of laying concrete.



